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Council Directive of 15 December 1969 on the approximation of the
laws of the Member States relating to crystal glass (69/493/EEC)

Article 1 This Directive shall apply to the products falling within heading... 
Article 2 Member States shall take all necessary steps to ensure that...  
Article 3 Member States shall take all necessary steps to prevent the...  
Article 4 (1) If a product covered by this Directive bears one...  
Article 5 The description and identifying symbols given in Annex I may...  
Article 6 The methods laid down in Annex II, and only those...  
Article 7 Products intended for export from the Community shall not be...  
Article 8 Member States shall put into force the measures needed in...  
Article 9 This Directive is addressed to the Member States.  

ANNEX I
List of crystal categories

ANNEX II
METHODS FOR DETERMINING THE CHEMICAL AND

PHYSICAL PROPERTIES OF CATEGORIES OF CRYSTAL GLASS

1. CHEMICAL ANALYSES
1.1. BaO and PbO

1.1.1. Determination of the combination BaO + PbO
1.1.2. Determination of BaO

1.2. Determination of ZnO
1.3. Determination of K2O
1.4. Tolerances

2. PHYSICAL DETERMINATIONS
2.1. Density
2.2. Refractive index
2.3. Microhardness
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(1) OJ No C 108, 19.10.1968, p. 35.
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