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Directive 95/28/EC of the European Parliament and of the Council of
24 October 1995 relating to the burning behaviour of materials used in
the interior construction of certain categories of motor vehicle (repealed)

Article 1
Article 2
Article 3
Article 4

ANNEX I

SCOPE, DEFINITIONS, APPLICATION FOR EEC TYPE-APPROVAL,
GRANTING OF EEC-TYPE-APPROVAL, SPECIFICATIONS,
MODIFICATIONS OF THE TYPE, CONFORMITY OF PRODUCTION,
REQUIREMENTS CONCERNING INSTALLATION IN THE VEHICLE
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Application for EEC vehicle type-approval
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3.3.3.
4, Application for EEC component type-approval
4.2.
43.1. ..o
4.3.2.
5. Granting of EEC type-approval
5.2.1.
5.2.2.
5.3.
6. Marking
6.1.
6.1.1.
6.1.2. ... ... ...
6.1.2.1........ ...
6.1.22......... ...
6.1.23......... ...
6.2.
6.3.
6.4.
7. Specifications
7.1.
7.2.1.
7.3.1.
7.4.1.
7.5.1.
7.5.2.
753 oo
753100
7532, ...
7.5.4.
7.5.5.
8. Modification of the vehicle and material type and amendments to...
8.1.
9. Conformity of production
9.1.
10. Requirements concerning installation of materials and equipment in the vehicle...

10.1.
10.2.
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il

10.3.
Appendix
Model for the EEC component type-approval mark
ANNEX 11
INFORMATION DOCUMENTS
Appendix 1
Appendix 2
ANNEX III
EEC TYPE-APPROVAL CERTIFICATES
Appendix 1
Addendum
Appendix 2
Addendum

ANNEX IV
TEST TO DETERMINE THE HORIZONTAL BURNING RATE OF MATERIALS

1. Principle
2. Apparatus
2.1. e
2.2.
2.3.
2.4.
2.5.
2.6.
2.7.
3. Samples
3.1. Shape and dimensions
3.1.1.
3.1.2.

3.2 Sampling
3.3. Conditioning

4. Procedure
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4.1.
4.2.
4.3.
4.4.
4.5.
4.6.
4.7.
4.8.

Calculation

ANNEX V
TEST TO DETERMINE THE MELTING BEHAVIOUR OF MATERIALS

Principle

Apparatus
2.2. Calibration
2.2.1. Calibration check
2.2.2. Calibration procedure
2.3. e
2.4.
2.5.

Samples
Procedure

Results

ANNEX VI
TEST TO DETERMINE THE VERTICAL BURNING RATE OF MATERIALS

Principle

Apparatus
2.1.
2.2.
2.3.
2.4.

Samples
3.1.
3.2.

Procedure
4.1.
4.2.
4.3.
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4.4.
4.5.
4.6.
4.7.

5. Results



